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Annex 2 for Certificate of participation in PT 34/1C
Priloha 2 k Oswdceni o (Basti v PT 34/1C
Z-scores of the participant with code 1 - Z-scoredastnika s kodem 1
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Poznamky
Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet
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Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043



SPL
1. maje 432
735 31 BOHUMIN

Annex 2 for Certificate of participation in PT 34/1C
Priloha 2 k Oswdceni o (Basti v PT 34/1C
Z-scores of the participant with code 4 - Z-score dastnika s kddem 4

Z-score Graph PT 34/1C - Graf Z-score PT 34/1C
Participant's code - Kéd 0 €astnika: 4

%o e m Hw T ﬂ] ] | mnﬂ[HH
g o O [k

-1 -

-2

-3

C MSi P SCuCrNi AlMW V TiCoAsSn B CaNbSbPb Zr Zn Bi N
Elements - Prvky
O Z-score (PT) O Z-score (N)

Comments
Poznamky

Zpt Z - scoring derived from the standard deviatiothef laboratory results

Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Zpt Z - scoring derived from the standard deviatiothef laboratory results

Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Annex 2 for Certificate of participation in PT 34/1C
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Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofoaywibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Annex 2 for Certificate of participation in PT 34/1C
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Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Annex 2 for Certificate of participation in PT 34/1C
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Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Annex 2 for Certificate of participation in PT 34/1C
Priloha 2 k Oswdceni o (Basti v PT 34/1C
Z-scores of the participant with code 12 - Z-scor@éastnika s kédem 12
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Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Annex 2 for Certificate of participation in PT 34/1C
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Z-scores of the participant with code 13 - Z-scor@éastnika s kédem 13
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Zpt Z - scoring derived from the standard deviatiothef laboratory results

Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Annex 2 for Certificate of participation in PT 34/1C
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Z-scores of the participant with code 14 - Z-scor@éastnika s kédem 14

Z-score Graph PT 34/1C - Graf Z-score PT 34/1C
Participant's code - Kéd 0 €astnika: 14
3
2 a
o 1 I
8 O I]:l \n!\ I]:I\Eh\[l:l I]:I\" \I-L\” T T [I:I\ I "\'”\Eh
o W I F* 'O “]
N
-2
-3
C MSi P SCuCrNi AlMW V TiCoAsSn B CaNbSbPb Zr Zn Bi N
Elements - Prvky
O Z-score (PT) O Z-score (N)
Comments
Poznamky
Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Annex 2 for Certificate of participation in PT 34/1C
Priloha 2 k Oswdceni o (Basti v PT 34/1C
Z-scores of the participant with code 15 - Z-scor@éastnika s kédem 15
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Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Annex 2 for Certificate of participation in PT 34/1C
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Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043



SPL
1. maje 432
735 31 BOHUMIN

Annex 2 for Certificate of participation in PT 34/1C
Priloha 2 k Oswdceni o (Basti v PT 34/1C
Z-scores of the participant with code 17 - Z-scor@éastnika s kédem 17
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Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Annex 2 for Certificate of participation in PT 34/1C
Priloha 2 k Oswdceni o (Basti v PT 34/1C
Z-scores of the participant with code 18 - Z-scor@éastnika s kédem 18
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Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043



SPL
1. maje 432
735 31 BOHUMIN

Annex 2 for Certificate of participation in PT 34/1C
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Z-scores of the participant with code 19 - Z-scoré@éastnika s kédem 19
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Zpt Z - scoring derived from the standard deviatiothef laboratory results
Z - score odvozené od vittmvé sngrodatné odchylky souboru laboratornich vysiedk
Zy Z - scoring based on the standard deviation ofodyibility see TPP-Fe, sp (2018)

on www.spl-labmat.cz
Z score odvozené odvozené z Udagprodukovatelnosti, viz. program TPP-Fe, sp (2018
na www.spl-labmat.cz

Both Z-scores are based on the reference valwes Certificate of chemical analysis
Z- score jsou odvozeny od vztaznych hodnot - vitifdet

Participant’s laboratory performance evaluatioroediag to EN ISO/IEC 17043 principles
Hodnoceni vykonu &astnické laborate v souladu s principy normy EN ISO/IEC 17043
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Annex 2 for Certificate of participation in PT 34/1C
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